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ÇSection 37 ɀdeals with all types of Seal Coats

ÇHas been revised for uniformity and consistency 

between various sections

ÇCaltrans and industry is working together

ÇCompleted final draft ɀhave minor changes to 

make before it will be used as NSSP and then 

released in July 2016 as RSS

ÇNot included in 2015 Standard Specifications print
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ÇSection 37-1: General - all types of seal coats

ÇSection 37-2: Chip Seals

ÇSection 37-3: Slurry Seal and Micro -Surfacings

ÇSection 37-4: Fog Seals and Flush Coats

ÇSection 37-5: Parking Area Seals

ÇSection 37-6: Crack Treatments
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Section 37-2 Chip Seals

üSection 37-2.01 ɀGeneral

üSection 37-2.02 ɀAsphaltic Emulsion Chip Seals

üSection 37-2.03 ɀPolymer Modified Asphaltic Emulsion 
Chip Seals

üSection 37-2.04 ɀAsphalt Rubber Binder Chip Seals

üSection 37-2.05 ɀStress Absorbing Member Interlayers

üSection 37-2.06 ɀModified Asphalt Binder Chip Seals

üSection 37-2.07 ɀScrub Seals
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Section 37-3 Slurry Seals and Micro-Surfacings

üSection 37-3.01 ɀGeneral

üSection 37-3.02 ɀSlurry Seals

üSection 37-3.03 ɀMicro-Surfacing

üSection 37-3.04 ɀRubberized and Modified Slurry Seals
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Section 37-4 Fog Seals and Flush Coats

üSection 37-4.01 ɀGeneral

üSection 37-4.02 ɀFog Seals

üSection 37-4.03 ɀFlush Coats
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Section 37-5 Parking Area Seals

üSection 37-5.01 ɀGeneral

Section 37-6 Crack Treatments

üSection 37-6.01 ɀGeneral
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Ç Nested pyramid structure

Ç Each of the sections is organized in the following order:

×GENERAL

×Summary

×Definitions

×Submittals

×Quality Assurance

×MATERIALS

×CONSTRUCTION

×PAYMENT
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Section 37-1 General
×Section 37-1.01: GENERAL

×Section 37-1.01A: Summary ɀsummarizes what is 
covered under seal coats

×Section 37-1.01B: Definitions ɀreserved - not used

×Section 37-1.01C: Submittals ɀdetails submittal 
requirements for seal coats

×Section 37-1.01D: Quality Assurance ɀdetails 
quality assurance requirements for seal coats
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Section 37-1 General
×Section 37-1.02: MATERIALS - not used ɀcovered in 

individual sections
×Section 37-1.03: CONSTRUCTION- covers 

construction requirements for seal coats
×Section 37-1.03A: General - details general 

construction requirements for seal coats
×Section 37-1.03B: Equipment - details equipment 

requirements for seal coats
×Section 37-1.04: PAYMENT - not used ɀcovered in 

individual sections
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Section 37-2 Chip Seals

ÇSection 37-2.01A ɀcovers general
×Summary

×Definitions

×Submittals

×Quality Assurance

VQuality control for aggregates and chip seals

VDepartment acceptance for aggregates
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Section 37-2 Chip Seals

ÇSection 37-2.01B ɀcovers materials
×Chip seal aggregate quality requirements and 

related test methods

×Chip seal aggregate retention requirements and 
related test methods

×Emulsion quality requirements and related tests 
are covered in other sections and so are not 
mentioned here 
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Section 37-2 Chip Seals
ÇSection 37-2.01C ɀcovers construction
×General requirements
×Equipment requirements
×Surface preparation
×Placement requirements
VGeneral placement requirements
VAsphaltic emulsion/binder application
VAggregate spreading
VFinishing, Traffic control, sweeping
VExcess aggregate disposal, chip seal maintenance 
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Section 37-2 Chip Seals

ÇSection 37-2.01D ɀcovers payment

üSections 37-2.01A ɀD: apply to all types of chip 
seals ɀi.e. Section 37-2.02 through Section 37-
2.07
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